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Company Name

TAIYO INK(SUZHOU)CO.,LTD.
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NO.26 TAISHAN ROAD,SUZHOU NEW DISTRICT, SUZHOU CITY , JIANGSU

PROVINCE,P.R.CHINA
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The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

FESh 2 F% Sample Name
FE5h 245 Part No.

PSR-2000 %741

FEMALS Item No. 20062318/20062418

MR FR Material B AR LR A K At Resin/fillers/Pigment/else
FE s H A 2020.07.14

Sample Received Date Jul. 14, 2020

FE st A H HA 2020.07.14-2020.07.21

Testing Period

Jul. 14, 2020 to Jul. 21, 2020

R EAZ AR R i 52 Photoimageable Solder Resist

WA B MR P R FRIE 2K, BARESRTE L T — 0L,
Test Conducted: As requested by the applicant. For details refer to next page(s).
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No.3286Chengyang Road, Xiangcheng District, Suzhou,Jiangsu
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581700

Complaint call:0755-336

Complaint E-mail:complaint@cti-cert.com
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GB 38507-2020 JhBHAE R HEENALEY(VOCS)EERKIMRAE Limits of volatile organic compounds
(VOC:s) in printing ink
V #EREEYALAYI(VOCs)Volatile Organic Compounds(VOCs)

W3R 7774 Test Method: GB/T 38608-2020 [ff =% A Appendix A;

MAAAES: e, R, RIR|IROK X

Measured Equipment: Oven, Balance, KF moisture meter

5] = s
W H rosult J7 R IR B
Test Item(s) MDL Unit
001
.y N
R _ﬁﬁmﬂc_ &4I(VOCs) o o, o
\olatile Organic Compounds(VOCs)

£9F Remark:
- MDL = J7ifs H B Method Detection Limit
- WRIER AR, &R oA

According to the client’s statement, the submitted sample(s) is/are solvent-based ink

BE G BRI REIR Sample/Part Description
001 FEAFEIATEZ LR F See the sample photo for your information

7% Note:
- KIS TR GRS A2200226468102003E) LAl FAEM T “RESERAIRIRIZE” . MR T
CRERLEIE o AR BRI A2200226468102003E, H ARG &L 2 Hilt, JEIRE
A2200226468102003E 1E % -
This testing report revised “Sample/Part Description/Remark”, deleted “Color” based on the original report
of No. A2200226468102003E.This testing report displaces the original one which was invalid since the date
of this testing report released.
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Photo(s) of the sample(s)
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75 B Statement:
1. AR S O N7 <L &= LA i S 5% 2 TRk
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. IREIASR AT AR AMNE . RS SRR RS S S SR AL, HERE NN S DT, CTI RIESE
FLR
The Company Name shown on Report and Address, the sample(s) and sample information was/were
provided by the applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AHR RN SE FAK 2 WL i A7 T
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. R& CTI-HHEFR, AMFHDEHIAMR S
Without written approval of CTI, this report can’t be reproduced except in full;
5. Wk F RN E ST AR EER, U ONHE.
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.
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*** End of Report ***
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